SRl LANKA STANDARD 1025 : Part 4 : 2009
IEC 60851-4 : 2005

METHODS OF TEST

FOR WINDING WIRES
PART 4 : CHEMICAL PROPERTIES
(First Revision)

SRI LANKA STANDARDS INSTITUTION



Sri Lanka Standard
METHODS OF TEST FOR WINDING WIRES
PART 4 : CHEMICAL PROPERTIES
(First Revision)

SLS 1025 Part 4 : 2009
IEC 60851-4 : 2005

Gr. K

Copyright Reserved
SRI LANKA STANDARDS INSTITUTION
17, Victoria Place
Elvitigala Mawatha
Colombo 8
Sri Lanka.



SLS 1025-4:2009

NORME CEl
INTERNATIONALE IEC

INTERNATIONAL 60851-4
STAN DARD Edition 2.2

2005-03

Edition 2:1996 consolidée par les amendements 1:1997 et 2:2005
Edition 2:1996 consolidated with amendments 1:1997 and 2:2005

Fils de bobinage — Méthodes d'essai —

Partie 4:
Propriétés chimiques

Winding wires — Test methods —

Part 4:
Chemical properties

Numéro de référence
Reference number
CEI/IEC 60851-4:1996+A1:1997+A2:2005




SLS 1025-4:2009

60851-4 © IEC:1996+A1:1997+A2:2005 -3-

CONTENTS
FOREWORD ...eteie e e e e ettt ettt 5
INT RO DU C T ION o e e e e 9
T olo] o 1= T PP 11
NOIMAtIVE T OIENCES ..o e et a e 11

3 Test 12: Resistance to solvents (applicable to enamelled round wire
with a nominal conductor diameter over 0,250 mm and applicable

to enamelled rectangular WIre).... ..o 11
Test 16: Resistance to refrigerants (applicable to enamelled round wire) ...................... 13
5 Test 17: Solderability (applicable to enamelled round wire and bunched wire)............... 17

Test 20: Resistance to hydrolysis and to transformer oil
(applicable to enamelled WiIre) ........ouiniiiii i e 21

Figure 1 — Pencil and specimen for solvent test..........cooooiiii 27
Figure 2 — Refrigerant extractable test siphon Cup.........ccoooiiiiiiiii i, 29
Figure 3 — CONAENSEI COIS ouuiniii i e e e e e 31
Figure 4 — Example of carrier for solderability test.........ccoooiiiii 33 |

Table 1 — Volume of COMPONENTS ... e 23 |





