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NATIONAL FOREWORD  
 
This Sri Lanka Standard was approved by the Sectoral Committee on Chemical and Polymer 
Technology and  was authorized for adoption and publication as a Sri Lanka Standard  by the 
Council of the Sri Lanka Standards Institution on 2007-11-28. 
 
This Sri Lanka Standard  is identical with  ISO 6054-2 : 1990 Motorcycle tyres and rims (code-
designated series) – Diameter codes 4 to 12 Part 2: Rims, published by the International 
Organization for Standardization (ISO). 
 
The text of the International Standard has been accepted as suitable for publication without 
deviation, as a Sri Lanka Standard. However, certain terminology and conventions  are not 
identical with those used in Sri Lanka Standards.     
 
Attention is therefore drawn to the following  :  
 
 
TERMINOLOGY AND CONVENTIONS : 
 
The text of the International Standard has been accepted as a suitable for publication, without 
deviation, as a Sri Lanka Standard. However, certain terminology and conventions are not 
identical with those used in Sri Lanka Standards, attention is therefore drawn to the following: 
 
 
a) Wherever the words ‘International Standard/Publication’ appear referring to this standard   

they should be interpreted as  “Sri Lanka Standard” . 
 
b) The comma has been used throughout as a decimal marker. In Sri Lanka Standards it is 

the current practice to use the full point at the base line as the decimal marker.  
 
c) Wherever page numbers are quoted, they are ISO/IEC  page numbers.  
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Cross References  
 
 

International Standard Corresponding Sri Lanka Standard 
 

ISO 3911 Wheels/rims – Nomenclature, 
designation, marking and units of 
measurement 
                                                                        

SLS 900 Definition of terms and 
nomenclature of automobile tyres and rims 
Part 2 Nomenclature, designation, marking 
and units of measurement of wheels and 
rims 
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	SAMPLING
	APPENDIX B
	DETERMINATION OF MOISTURE
	APPENDIX C
	Spread about 25 g  of the sample in a petri dish or any suitable dish and dry by the method given in B.2. The dried material shall be referred to as the dried sample and shall be used in the tests where so indicated.

	APPENDIX D
	DETERMINATION OF FAT
	D.1      APPARATUS
	
	D.2      REAGENTS


	D.2.1   Hydrochloric acid , concentrated
	
	D.3      PROCEDURE



	DETERMINATION OF TOTAL ASH
	
	
	E.1APPARATUS


	E.1.6Other laboratory equipment
	
	E.2PROCEDURE
	E.2.4Place the dish in the muffle furnace at  550
	E.3  CALCULATION



	APPENDIX F
	DETERMINATION OF pH OF RECONSTITUTED MILK
	
	
	F.1APPARATUS


	F.1.3Other laboratory equipment
	
	F.2PROCEDURE



	APPENDIX G
	DETERMINATION OF FREE FATTY ACIDS OF THE EXTRACTED OIL
	
	
	G.1APPARATUS
	G.3PROCEDURE



	APPENDIX H
	
	
	Gently invert the sample six times and prepare serial decimal dilutions immediately.









