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SRI LANKA STANDARD 
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HIGH TEMPERATURE) INSIDE BUILDINGS – UNPLASTICIZED POLY (VINYL 

CHLORIDE) (PVC – U) 
 
 
 
NATIONAL FOREWORD 
 
This standard was approved by the Sectoral Committee on Materials, Mechanical Systems 
and Manufacturing Engineering and was authorized for adoption and publication as a Sri 
Lanka Standard by the council of the Sri Lanka Standards Institution on 2007-12-27. 
 
This Sri Lanka Standard supercedes SLS 1202 and SLS 1210. 
 
This is a direct adoption of ISO 3633 : 2002 - Plastics Piping Systems for Soil and Waste 
Discharge (Low and High Temperature) Inside Buildings – Unplasticized Poly (Vinyl 
Chloride) (PVC – U), together with a National Appendix indicating deviations from the 
International Standard and the additions. 
 
TERMINOLOGY AND CONVENTIONS 
 
The text of the International Standard has been accepted as suitable for publication, with 
some deviations as of The National Appendix as a Sri Lanka Standard. However certain 
terminology and conventions are not identical with those used in Sri Lanka Standards, 
attention is therefore drawn to the following: 
 

a) Wherever the words “International Standard” appear referring to this  standard, 
they should be interpreted as “Sri Lanka Standard”. 

 
b) The comma has been used throughout as a decimal marker. In Sri Lanka 

Standards it is the current practice to use a full point on the. 
 
Wherever page numbers are quoted, they are “ISO” page numbers, except for the National 
Appendix. 
 
CROSS REFERANCES       
 
There are no corresponding Sri Lanka Standards available for references in Clause 2. 
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