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NATIONAL FOREWORD

This Standard was approved by the Sectoral Committee on Polymers and Polymer Products and
was athorized for adoption and publication as a Sri Lanka Standard by the Council of the
Sri Lanka Standards Institution on 1996-10-17.

This standard is identical with ISO 6745 : 1990 Zinc phosphate pigments for paints -
Specifications and methods of test, published by the International Organization for Standardization
(ISO).

The text of the International Standard has been accepted as suitable for publication, without
deviation, as a Sri Lanka Standard. However, certain terminology and conventions are not
identical with those used in Sri Lanka Standards, attention is therefore drawn to the following:

a)  Wherever the words “International Standard/publication” appear, referring to this standard,
they should be interpreted as “Sri Lanka Standard”.

b) The comma has been used throughout as a decimal marker. In Sri Lanka Standards it is the
current practice to use a full point on the bascline as the decimal marker.

Wherever page numbers are quoted, they are ISO page numbers.
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	APPENDIX C
	Spread about 25 g  of the sample in a petri dish or any suitable dish and dry by the method given in B.2. The dried material shall be referred to as the dried sample and shall be used in the tests where so indicated.
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	D.2      REAGENTS
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	E.2.4Place the dish in the muffle furnace at  550
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	APPENDIX G
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	APPENDIX H
	
	
	Gently invert the sample six times and prepare serial decimal dilutions immediately.
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