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FOREWORD

This Ceylon Standard Specification has been prepared by the Drafting
Committee on Hinges. It was approved by the Mechanical Engineering
Divisional Committee of the Bureau of Ceylon Standards and was
authorised for adoption and publication by the Council of the Bureau
on 4th October, 1968.

This specification is a revision of the tentative standard CS 40 of

. 1962 prepared by the Standards Advisory Committee of the former

Department of Industries.
All dimensions in this specification have been given in SI units.

The British and Indian Standard Specifications have been consulted

‘in the preparation of this specification and the assistance received

is gratefully acknowledged.
1 SCOPE

This specification covers steel hinges of the following types:

a) Broad steel butt hinges; (see Fig.1)
b) Steel butt hinges (heavy gauge); (see Fig.1)
c)  Steel butt hinges (light gauge); (see Fig.2)
d) Steel cabinet hinges ; (see Flg.3)
*e) Steel parliament hinges; (see.Fig.4)
f) Steel tee hinges; and (see Fig.S)
g) Steel strap hinges. (see Fig.6)

The butt and cabinet hinges may be of the cranked or uncranked
types.
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	SAMPLING
	APPENDIX B
	DETERMINATION OF MOISTURE
	APPENDIX C
	Spread about 25 g  of the sample in a petri dish or any suitable dish and dry by the method given in B.2. The dried material shall be referred to as the dried sample and shall be used in the tests where so indicated.

	APPENDIX D
	DETERMINATION OF FAT
	D.1      APPARATUS
	
	D.2      REAGENTS


	D.2.1   Hydrochloric acid , concentrated
	
	D.3      PROCEDURE



	DETERMINATION OF TOTAL ASH
	
	
	E.1APPARATUS


	E.1.6Other laboratory equipment
	
	E.2PROCEDURE
	E.2.4Place the dish in the muffle furnace at  550
	E.3  CALCULATION



	APPENDIX F
	DETERMINATION OF pH OF RECONSTITUTED MILK
	
	
	F.1APPARATUS


	F.1.3Other laboratory equipment
	
	F.2PROCEDURE



	APPENDIX G
	DETERMINATION OF FREE FATTY ACIDS OF THE EXTRACTED OIL
	
	
	G.1APPARATUS
	G.3PROCEDURE



	APPENDIX H
	
	
	Gently invert the sample six times and prepare serial decimal dilutions immediately.
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