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FOREWORD 
 
This standard was approved by the Sectoral Committee on Building and Construction 
Materials and was authorized for adoption and publication as  a Sri Lanka Standards by 
the Council of the Sri Lanka Standards Institution on 2001- 11-22. 
 
This part of the standard specifies corrugated sheets, Part 1 of this standard specifies the 
flat sheet. 
 
This Standard was first published in 1969 and subsequently revised in 1988. This is the 
second revision. This revision includes the following: 
 

a)  Amosite (brown asbestos) is not permitted; 
b)  Scale of sampling has been revised; and 
c)  Criteria for conformity on shape, finish and geometrical characteristics. 

 
For the purposes of deciding whether a particular requirement of this standard is 
compiled with, the final value, observed or calculated, expressing the result of a test or an 
analysis shall be rounded off in accordance with CS 102.  The number of significant 
figures to be retained in the rounded off value shall be the same as that of the specified 
value in this standard. 
 
In the preparation of this standard, the assistance derived from the publications of the 
International Organization for Standardization, the British Standards Institution and the 
Bureau of Indian Standard are   gratefully acknowledged. 
 
1    SCOPE 
 
This part of the standard specifies the requirements, methods of sampling and test for 
straight asbestos-cement corrugated sheets to be used mainly for roofing and cladding. 
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	E.1 APPARATUS AND MATERIAL 
	Bee-wax or any other suitable sealant 
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	APPENDIX C
	Spread about 25 g  of the sample in a petri dish or any suitable dish and dry by the method given in B.2. The dried material shall be referred to as the dried sample and shall be used in the tests where so indicated.

	APPENDIX D
	DETERMINATION OF FAT
	D.1      APPARATUS
	
	D.2      REAGENTS


	D.2.1   Hydrochloric acid , concentrated
	
	D.3      PROCEDURE
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	E.1APPARATUS


	E.1.6Other laboratory equipment
	
	E.2PROCEDURE
	E.2.4Place the dish in the muffle furnace at  550
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	APPENDIX F
	DETERMINATION OF pH OF RECONSTITUTED MILK
	
	
	F.1APPARATUS


	F.1.3Other laboratory equipment
	
	F.2PROCEDURE



	APPENDIX G
	DETERMINATION OF FREE FATTY ACIDS OF THE EXTRACTED OIL
	
	
	G.1APPARATUS
	G.3PROCEDURE



	APPENDIX H
	
	
	Gently invert the sample six times and prepare serial decimal dilutions immediately.








