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SRI LANKA STANDARD SPECIFICATION
FOR HANDICRAFTS
(WOODWARE OTHER THAN EBONYWARE)

FOREWORD

This Sri Lanka Standard Specification has been prepared by the
Drafting Committee on Handicrafts. It was approved by the Civil
Engineering Divisional Committee of the Bureau of Ceylon Standards -
and was authorised for adoption and publication by the Council of the
Bureau on 10th December, 1973.

The moisture content of seasoned wood changes from season to
season depending chiefly upon the fluctuations in atmospheric humidity,
though here again the nature of the species and the cross section area of
the piece as well as the surface treatment applied to it play an important
part. It is essential that timber used for the manufacture of handicrafts
should have attained a moisture content as near as possible to the value
that will be attained in equilibrium with the average atmospheric
conditions in service.

This specification differs from the specification for handicrafts
{(ebonyware), in that, this is applicable to items made using timber other
than ebony. The seasoning schedule for these handicraft items are given
in C.S. 159:Ceylon Standard Code of Practice for Seasoning of
Timber.

1. SCOPE
This Ceylon Standard Specification covers the type of timber, the
seasoning procedure and finish for handicraft items made out of timber

other than ebony. It does not cover the mode of manufacture. This
specification does not include pigmented woodware.

2. TERMINOLOGY

For the purpose of this standard the following definitions shall
apply:
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	SAMPLING
	APPENDIX B
	DETERMINATION OF MOISTURE
	APPENDIX C
	Spread about 25 g  of the sample in a petri dish or any suitable dish and dry by the method given in B.2. The dried material shall be referred to as the dried sample and shall be used in the tests where so indicated.

	APPENDIX D
	DETERMINATION OF FAT
	D.1      APPARATUS
	
	D.2      REAGENTS


	D.2.1   Hydrochloric acid , concentrated
	
	D.3      PROCEDURE



	DETERMINATION OF TOTAL ASH
	
	
	E.1APPARATUS


	E.1.6Other laboratory equipment
	
	E.2PROCEDURE
	E.2.4Place the dish in the muffle furnace at  550
	E.3  CALCULATION



	APPENDIX F
	DETERMINATION OF pH OF RECONSTITUTED MILK
	
	
	F.1APPARATUS


	F.1.3Other laboratory equipment
	
	F.2PROCEDURE



	APPENDIX G
	DETERMINATION OF FREE FATTY ACIDS OF THE EXTRACTED OIL
	
	
	G.1APPARATUS
	G.3PROCEDURE



	APPENDIX H
	
	
	Gently invert the sample six times and prepare serial decimal dilutions immediately.
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