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(First  Revision) 
 
 
 NATIONAL FOREWORD 
 
This standard was approved by the Sectoral Committee on  Electric Cables and Conductors and 
was authorized for adoption and publication as a Sri Lanka Standard by the Council of Sri Lanka 
Standards Institution on 2009-10-28. 
 
This  is  the  first  revision  of   SLS 1081 : Part 4 : 1995  and  identical  with IEC 60317-8 : 
Specifications for particular types of winding wires, Part 4 : Polyesterimide enamelled round  
copper wire, class 180, Edition 3.2  1997-12, published by the International Electrotechnical  
Commission (IEC). 
 
 
Terminology and Conventions 
 
The text of the International Standard has been accepted as suitable for publication, without 
deviation, as a Sri Lanka  Standard. However, certain terminology and conventions are not 
identical with those used in Sri Lanka Standards.   
 
Attention is therefore drawn to the following: 
 

a)  Wherever the words  “International Standard” appear referring to this standard they 
should     be interpreted as “Sri Lanka Standard”. 

 
b)  Wherever the page numbers are quoted they are page numbers of IEC standard. 
 
c)    The coma has been used throughout as a decimal marker.  In Sri Lanka Standards it is   

the current practice to use a full point on the base line as the decimal marker. 
 
. 
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Cross references 
 

International  Standard 
  

Corresponding  Sri Lanka Standard 

 
IEC 60317-0-1: 2000 :  Specifications  
for particular types of Winding wires.  
Part 0 : General  Requirements    
Section 1 : Enamelled round copper wire. 
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IEC 60317-8
Edition 3.2 1997-12

INTERNATIONAL 
STANDARD 
NORME 
INTERNATIONALE

Specifications for particular types of winding wires –  
Part 8: Polyesterimide enamelled round copper wire, class 180 
 
Spécifications pour types particuliers de fils de bobinage – 
Partie 8: Fil de section circulaire en cuivre émaillé avec polyesterimide, 
classe 180 
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